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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
po BONDAR-CLEGG

REPORT: D89-31484.4 ( COMPLETE )

Geochemical
Lab Report

[ REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: NONE LISTED

SUBNITTED BY: J. BARRON
DRTE PRINTED: 238-SEP-89

NUMBER OF LOKER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
i fu Gold 80 0.002 OPT Fire Rssay
2 fu Gold 1 0.002 OPT Fire fssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIDNS NUMBER
D DRILL CORE &0 g -150 60 fssay Prep &0
Excessive Wetness 1319
SampiE Pickup 1

REMARKS: Final results are reported.

Two separate Au results are reported for one

Sampie \eTT4aviC Tesuils),.

REPORT COPIES T0: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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Bondar-Clegg, Inc. :
u9sovw5r%§nm:rn. Geochemical
(I;.kewood, Colorado 80228 I,ab Rep()l't
03) 989-1404
’ BONDAR-CLEGG
DATE PRINTED; P8-SEP-89
REPORT: D83-31484.4 | PROJECT: NONE LISTED PAGE 1
GAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Ay
HUMBER UNITS  OPT 0PT NUMBER UNITS  OPT 0PT
D2 R&I-568-0-5 0.015 D2 R8I-568-200-205 0. 006
D2 RA3-568-5-10 0.033 02 R83-568-205-210 0,004
D2 RA9-568-10-15 {0,002 D2 R89-568-210-215 0.002
D2 R89-568-15-20 0.002 D2 RA3-568-215-220 0.004
2 R89-568-20-25 0.005 D2 RA9-568-220-225 0.003
D2 RB9-568-25-30 0,003 D2 RB9-568-225-230 {0,002
D2 R89-568-30-35 0.028  0.015 D2 R83-568-230-235 {0.002
D2 R83-568-35-40 0.002 D2 R89-568-235-240 {0,002
P R8I-568-40-45 {0,002 D2 RBI-568-240-P45 {0,002
D2 R8I-568-45-50 0.003 D2 R83-568-245-250 0.004
D2 R&3-568-50-55 0. 004 12 R89-568-250-255 (0.002
D2 RA9-568-55-60 0.005 D2 RAI-568-255-260 (0,002
12 R89-568-60-65 0.006 D2 R8I-568-260-265 {0.002
D2 R89-568-65-70 0.002 D2 R8I-568-265-270 {0,002
D2 R89-568-70-75 {0,002 D2 R89-568-P70-275 {0,002
D2 R8-568-75-80 {0.002 D2 RA3-568-275-280 {0,002
D2 R83-568-80-85 {0.002 D2 R89-568-280-285 {0,002
D2 R83-568-85-30 0.002 D2 R8I-568-285-290 {0,002
D2 R89-568-90-95 {0,002 D2 R83-568-290-295 0.003
12 R89-568-95-100 {0.002 D2 R89-568-235-300 0,002 —
12 R89-568-100-105 0.002
P R89-568-105-110 (0,002
D2 R89-568-110-115 0.002
D2 RA-568-115-120 0,005
02 RA9-568-120-125 0.003
D2 R89-568-125-130 {0,002
D? RB9-568-130-135 {0.002
D2 RA9-568-135-140 0.004
D2 RB9-568-140-145 0.003
D2 RA9-568-145-150 0.003
D2 RB9-568-150-155 0.003
D2 R89-568-155-160 0.002 Ji
D2 R83-568-160-165 0.003 .
02 R89-568-165-170 {0.002 ‘
D2 RB9-568-170-175 0.009
D2 R83-568-175-180 0.005
D2 R89-564-180-185 0.005
D2 R89-568-185-190 {0,002
D2 RA9-568-190-195 0.005
D2 RAI-568-195-200 0.003
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ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
REPORT: D89-31487.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 28-SEP-39
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Bold 25 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 29 2 -130 29 Assay Prep 23
Excessive Wetness 742
Sample Pickup 1
REMARKS: Final results are reported.
REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR T BARRON
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Bondar-Clegg, Inc. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 -
BONDAR-CLEGG

DATE PRIMTED: 28-SEP-89

REPORT: DB3-31487.4 PROJECT: NONE LISTED PAGE 1

SANPLE ELEMENT  Au

NUMBER UNITS  OPT

D2 RB9-568-300-305 0,002

D2 RB9-568-305-310 (0,002

D2 RB9-568-310-315 0.002

D2 R89-568-315-320 0.007

D2 RB9-568-320-325 0.017

D2 R89-568-325-330 0.011

D2 RB9-568-330-335 (0.002

D2 RB3-568-335-340 0.003

D2 RB9-568-340-345 0.006

D2 R83-568-345-350 0.003

D2 R89-568-350-355 0.004

D2 R89-568-355-360 0.002

D2 RB9-568-360-365 0.010

D2 R89-568-365-370 0.025

D2 RB9-568-370-375 0.002

D2 R83-568-375-380 0.006

D2 R83-568-380-385 0.008

D2 R89-568-385-390 0.007

D2 R89-5648-390-395 0.036

D2 R89-558-395-400 0.007

D2 RB9-568-400-405 0.009

D2 RB9-568-405-410 0.006

D2 RBI-568-410-415 0.006

D2 RB3-568-415-420 0.003 |

D2 RB9-568-420-425 0.008 c— I U Uc
e8el -
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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9 Coordinates Project 4/—2/15‘ C-C)_sp/f Hole No. kﬁ?‘ §> 8 G"/Je 34)
Drill Type D4oK Casing Depth . State _5 P2 3’\“!.__.0'_1
o)
Hote Size Bearing___——___Inclination___— ?0 Date Started 9// ’/69 Property P/ //L /f;/ac
Collar Elev. Final Dapth é 25’ Date Completed 9/11/89 Hole Surveyed A0 |
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woatractor Coordinates Project Hole No.
Dril Type Casing Depth State Sheet 2 ot S
Hole Size Bearing_ .. Inclination_ Date Started Property
Collar Elev. _ Final Depth Date Completed Hole a_urvoycd
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